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Standard Specification for Steel, Sheet
and Strip, Hot-Rolled, Carbon,
Structural, High-Strength Low-Alloy,
High-Strength Low-Alloy with Improved
Formability, and Ultra-High Strength

Standard Specification for Aluminum and
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(3) ASTM B117

(4) ASTM D1735

(5)ASTM D2454

(6)ASTM D2794

(T)ASTM D3359

(8)ASTM D3363
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Aluminum-Alloy Extruded Bars, Rods, Wire,
Profiles, and Tubes

Standard Practice for Operating Salt
Spray(Fog)Apparatus

Standard Practice for Testing Water
Resistance of Coatings Using Water Fog
Apparatus

Standard Practice for Determining the
Effect of Overbaking on Organic Coatings
Standard Test Method for Resistance of
Organic Coatings to the Effects of Rapid
Deformation (Impact)

Standard Test Methods for Measuring
Adhesion by Tape Test

Standard Test Method for Film Hardness by

Pencil Test
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http://www.astm.org/Standards/B117.htm
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(1) *#% & (Adhesion) : ASTM D3359 -

(2) # & (Hardness) : ASTM D3363 -

(3) &4 (Flexibility) : ASTM D1735 -

(4) 4%+ (Impact) : ASTM D2794 -

(5) mfiE ¥ % (Overbake resistance) : ASTM D2454 -

(6) #-kvf 1% (Salt Spray resistance) : ASTM BI17 -
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